The development of phosphor devices free of heavy metal or rare earth elements is an important issue for environmental reasons and energy efficiency. Different mixtures of ZnO nanocrystals with Cs 2 Mo 6 I 8 (OOC 2 F 5 ) 6 cluster compound (CMIF) dispersed into polyvinylpyrrolidone matrix have been prepared by very simple and low cost solution chemistry. The resulting solutions have been used to fabricate highly transparent and luminescent films by dip coating free of heavy metal or rare earth elements. The luminescence properties of solution and dip-coated films were investigated. The luminescence of such a system is strongly dependent on the ratios between ZnO and CMIF amounts, the excitation wavelength and the nature of the system. By varying these two parameters (ratio and wavelength), a large variety of colors, from blue to red as well as white, can be achieved. In addition, differences in the luminescence properties have been observed between solutions and thin films as well as changes of CMIF emission band maximum wavelength. This may suggest some possible interactions between the different luminophore centers, such as energy transfer or ligands exchange on the Mo 6 clusters.
Introduction
More and more attention is being paid to environmental and energy efficiency issues,[1] e.g. the production of low carbon energy from 'green' resources, reducing energy consumption by improving device performances, or developing new more environmentally friendly materials. One of the largest potentials for energy savings is in the building sector, especially in energy efficient and innovative lighting concepts such as smart windows or light management. The US Department of Energy:
http://energy.gov/sites/prod/files/2015/09/ f26/QTR2015-05-Buildings.pdf reported that lighting accounts for approximately 18% of electricity use in US buildings, behind only space heating and cooling, and it could be reduced by half by improving lighting devices. In addition, the gradual phasing out of incandescent
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light bulbs ensures a more understanding and receptive market. A possible approach for these applications is to develop new phosphors, based on nanocomposite or hybrid materials, with improved properties (e.g. easy and low-cost synthesis, high transparency and efficiency, and less damaging to the environment) and high flexibility in their emission properties. New nanocomposite solutions or thin films may have potential applications, as well as in light devices [2] [3] [4] or luminescent solar concentrator for photovoltaic devices. [5] Chalcogenides quantum dots [6, 7] and rare-earth (RE) doped materials [8] [9] [10] are considered as the most promising inorganic phosphor candidates. However, they may have some issues related to their toxicity in the case of quantum dots, which contain heavy metal (HM), or their high cost and environmental and availability problems due to their extraction in the case of RE doped materials. Moreover, most of these materials are limited to single narrow emission properties. Thus, other solutions, such as free HM and RE luminescent nanocrystal or metal clusters, may be also considered, as recently reported. [11] [12] [13] [14] [15] [16] [17] It has been shown in a previous work that the association of zinc oxide (ZnO) nanocrystals and Cs 2 Mo 6 Br 14 metal cluster compounds leads to colloidal materials with unique tunable emission properties. [18] Moreover, these two metals are not included in the list of European critical raw materials. Depending on the excitation wavelength, the resulting cluster@ZnO hybrid colloid showed either the visible emission of ZnO or the clusters emission, or even a combination of both, resulting in a broad emission covering almost the entire visible light range. More recently, ZnO-Cs 2 Mo 6 Br 14 colloidal solutions were stabilized by addition of polyvinylpyrrolidone (PVP) in the presence of water and could be therefore used for the preparation of transparent and luminescent polymer thin films. [19] These films were transparent in the visible range, and produced a large emission band covering almost the entire visible range under excitation at 325 nm. Nevertheless, because of the low emission efficiency of the bromide cluster, the fine tuning of their luminescence properties was not possible. On the other hand, the increasing complexity of applications in the fields of light-emitting devices requires nanomaterials with more sophisticated emission properties. In particular, the achievement of materials with tunable and broad emission properties is of major interest for the manipulation of light over a large spectral range in the field of photonics.
Therefore, in this work, we used Cs 2 Mo 6 I 8 (C 2 F 5 COO) 6 cluster compound (CMIF) in combination with ZnO nanocrystal luminophores embedded in PVP matrix as a visible tunable lighting system. Cs 2 Mo 6 I 8 (C 2 F 5 COO) 6 cluster compound is based on [Mo 6 I 8 (C 2 F 5 COO) 6 ] 2-molybdenum cluster units showing a higher quantum yield compared to values observed for their halide counterparts. [20] [21] [22] [23] In this work, we investigated the luminescence properties of a mixture of ZnO nanocrystals and Cs 2 Mo 6 I 8 (OOC 2 F 5 ) 6 cluster-based compound dispersed into a PVP matrix in solution and dip-coated thin films. By varying the ratios between ZnO and CMIF, and the excitation wavelength, a large variety of emitted colors from blue to red, as well as white, was achieved. In addition, we also observed different emission behaviors of the mixtures in solution or in thin films, which suggests some interactions between the different luminescent centers.
Experimental procedures
The CMIF cluster compound was prepared from Cs 2 Mo 6 I 14 and AgOCOC 2 F 5 . The compound integrity and purity were confirmed by 19 F nuclear magnetic resonance measurements with the presence of only two signals at δ = -83 ppm and δ = -120 ppm, by energy-dispersive X-ray spectroscopy (EDX) and X-ray diffraction on single crystals. All data were consistent with previously published results. [20] The ZnO colloid was synthesized by a sol-gel route as described in a previously reported procedure. [24] The ZnO concentration of the colloidal solution in ethanol after purification was 0.5 M, as determined by inductively coupled plasma optical emission spectrometry (ICP-OES) measurements. The colloidal solutions of CMIF clusters and ZnO nanocrystals were prepared by dissolving an appropriate amount of CMIF (from 0 to 400 mg) in a mixture of acetone/ ethanol. Then, 4 g of PVP (M w = 40000 g mol −1
) was dissolved in the resulting cluster solution. Finally, 5 ml of the ZnO colloidal solution was added to the mixture. The total volume was fixed at 20 ml for all the samples by adding 5 ml of acetone and the appropriate amount of ethanol. Table 1 shows the different compositions of samples. In the following, the samples will be designated by x/y referring to x mg and y mg amounts of ZnO and CMIF, respectively. It should be pointed out that PVP has been chosen as matrix because previous studies have already demonstrated that PVP can be efficiently used to synthesize or stabilize ZnO nanocrystals. [19, [25] [26] [27] Due to its very low toxicity, PVP has been widely used for a long time as an excipient in pharmaceutical, foods or cosmetic applications. [28] More recently, it was used as polymer electrolyte for transparent thin film application, [29] coating on ZnO for the preparation of gas sensors, [30] or as an interlayer on a ZnO film for interfacial modification in inverted polymer solar cells. [31] A 15% enhancement in power conversion efficiency is realized after the incorporation of a PVP layer between ZnO and the photoactive layer in inverted polymer solar cells.
From the stable colloidal solution, films were deposited on soda lime glass slides by dip-coating at room temperature. The solutions were placed in a Teflon® container and the substrate was introduced in the solution. After 1 min of immersion, the substrate was pulled up at rates ranging from 30 to 120 mm min −1 . In the following, only the results for the 120 mm min −1 rate will be presented, as comparable results have been observed with the other pulling rates. After deposition, the films were dried at room temperature. The weight percentages of inorganic parts range from 0 to 13% (Table 1) . Ultraviolet-visible spectroscopy (UV-vis) was performed in a spectrophotometer (V-570, Jasco, Tokyo, Japan) field emission, with solutions taken in absorbance mode with the same dilution and with films taken in transmission mode. Fluorescence properties were measured using a spectrofluorometer (FP8500, Jasco) with a 150 W Xe lamp with shielded lamp house as excitation source. The cross-sections of the films were observed using a field emission scanning electron microscope (FE-SEM, SU8000, Hitachi Ltd., Tokyo, Japan) at 10 kV. The luminescence spectra for quantum efficiency (QE) measurements were recorded using an intensified multichannel spectrometer (MCPD-7000, Otsuka Electronics, Tokyo, Japan) under ambient atmosphere at room temperature. XRD patterns were recorded by grazing incidence X-ray diffraction (GIXRD), to limit the substrate contribution, using a Rigaku SmartLab apparatus (Rigaku, Tokyo, Japan) equipped with a D/TeX Ultra 250 detector (Rigaku, Tokyo, Japan) and Cu radiation in the θ-θ configuration. Data were collected in the 10-60° 2θ range with a step of 0.02 and a speed of 1° min -1 . Under 325 nm excitation, the PL spectrum of PVP solution consists of a broad band at 400 nm with shoulders at 360 and 500 nm. With the incorporation of ZnO or CMIF, the PVP bands drastically decrease, while a strong band centered at 550 nm or 650 nm appears for 200/0 or 0/400 solutions, respectively. The 550 nm emission band is attributed to the photoluminescence generated by defects in ZnO nanocrystals, [32] [33] [34] [35] [36] [37] To investigate more in detail the luminescence properties of the solutions, we have studied the excitation spectra of the different emission bands and the emission spectra under different excitation wavelengths. Figure 3 shows the PL excitation (a) and emission spectra (b) for 200/400 solution. The excitation spectra were taken for 550, 650 and 720 nm emissions. For 550 nm emission, the PL excitation spectrum consists of relatively sharp bands at 320, 360 and 500 nm. For 650 nm emission, the PL excitation spectrum consists of weak bands at 320 and 360 nm, and broader bands at 380 and 450 nm. Finally, for 720 nm emission, the PL excitation spectrum only consists of the broader bands at 380 and 450 nm. By varying the excitation wavelength, the ratios of the different emission band intensities from PVP, ZnO and CMIF could be easily tuned. From 285 to 355 nm excitations, only the 550 nm bands related to ZnO emission is observed, and its intensity increases with the excitation wavelength. From 355 to 385 nm excitations, the 550 nm band intensity decreases and then disappears, while the intensities of bands centered at 450 and 510 nm, attributed to PVP, and at 670 nm, attributed to CMIF, increase. From 385 to 420 nm excitations, the PL spectra shapes are kept similar, while a slight decrease of the PVP bands and a slight increase of the CMIF bands are observed. Comparable tendency is observed for the other solutions.
Results and discussion

Study of the colloidal solution
In order to model the physiologically perceived colors in human color vision, [38] the International Commission on Illumination (CIE -Commission Internationale de l'Eclairage) has defined chromaticity coordinates. The latter have been determined for the studied colloidal solutions from the PL emission spectra of Figure 3 . Since the amount of ZnO has been kept constant, we can suppose that there may be interactions between the ZnO nanocrystals and the CMIF. Such interactions have already been observed in previous studies. [18, 19] Indeed, the previously reported photoemission studies showed that [Mo 6 Br 14 ]
2-cluster units can efficiently interact with ZnO nanocrystals, not only in a colloidal solution, but also in solid state conditions, confirming an immobilization of the units on the ZnO surface. Under magenta to orange-red with the wavelength increase. It is very interesting to note that, under 420 nm excitation, it is possible to achieve cyan, white and orange-red lights by simply varying the ratio between ZnO and CMIF amounts, as shown by the dotted line.
Study of the PVP-based thin films
The thin films prepared using solutions were first structurally analyzed to determine their uniformity. Figure  5 region (from 290 to 375 nm) and a comparable one in the visible region. The UV-vis results suggest that the ratios between ZnO and CMIF in the films are kept similar to that in the solutions. Under 325 nm excitation, the PVP emission consists in a broad band at 390 nm and a smaller one at 510 nm. By incorporating ZnO, the band at 390 nm decreases, and a relatively sharp peak at 370 nm as well as bands at 420 and 550 nm are observed. The 370 nm emission is attributed to the near-band edge emission of ZnO, and the 420 nm one to PVP. When the amount of CMIF increases, the UV bands gradually decrease while the 550 nm band is kept relatively constant. A band around 670 nm gradually appears with the incorporation of CMIF. Interestingly, the position maximum of this band depends on the cluster concentration and moves from 673 nm to 663 nm by gradually increasing the cluster concentration within the mixture up to 653 nm for 0/400. For comparison, the solutions used to make these films have shown a strong emission at 550 nm and no CMIF emission except for 0/400. Under 420 nm excitation, the PVP film shows a broad band centered at 510 nm with a shoulder at 460 nm. attributed to CMIF, increase. From 385 to 420 nm excitations, the spectral shapes of the PL spectra are constant, while a slight decrease of the PVP bands and a slight increase of the CMIF bands are observed. A comparable tendency is observed for the other films.
As for the solutions, the CIE coordinates have been determined from the PL emission spectra of Figure 8 . Figure 9 shows the CIE chromaticity coordinates of 200/0, 200/100, 200/200, 200/400 and 0/400 films under different excitation wavelengths. Under low wavelength excitation, the solutions containing ZnO and CMIF show relatively similar yellow-greenish color. By increasing the wavelength excitation, the color shifts to cyan for 200/0, to whitish for films containing small or medium amounts of CMIF, and yellow-orange for 200/400. For 0/400 film, the color shifts from magenta to orange-red while the excitation wavelength increases. It is interesting to note that, under 420 nm excitation, it is possible to achieve cyan, white and orange-red colors by simply varying the ratios between ZnO and CMIF amounts, as shown in the dotted line. in Supplementary Information) is around 14-18% from 300 to 400 nm. Such differences may be related to the small amount of ZnO into PVP and/or a modification With the incorporation of ZnO, these bands disappear. When CMIF is added, the main emission is centered on 670 nm. The red band under 420 nm excitation shows a similar cluster concentration dependency behavior to the one previously observed for an excitation at 325 nm. These results are different compared to those obtained in solution. A shift was also observed for the solutions, but from 720 to 650 nm. Moreover, in solutions, the main emission was observed at 550 nm, and was related to the defects of ZnO, and the CMIF emission was only observed under 420 nm excitation, while in the case of films, the main emission is the CMIF emission for both 325 and 420 nm excitations.
We have investigated the excitation and emission properties of the different films under different emission and excitation wavelengths, respectively. Figure 8 shows the PL excitation (a) and emission spectra (b) for 200/400 film. The excitation spectra were taken for 550, 650 and 720 nm emissions. For 550 nm emission, the PL excitation spectrum consists of relatively sharp bands at 320, 360 and 500 nm. For 650 nm emission, the PL excitation spectrum consists of the weaker bands at 320 and 360, and broader bands at 380 and 450 nm. Finally, for 720 nm emission, the PL excitation spectrum only consists of the broader bands at 380 and 450 nm. By varying the excitation wavelength, the ratios of the different bands from PVP, ZnO and CMIF change. From 255 to 355 nm excitations, only the 550 nm band related to ZnO is observed, and its intensity increases with the excitation wavelength. From 355 to 385 nm excitations, the 550 nm bands decreases and then disappears, while the bands at 450 and 510, attributed to PVP, and at 670 nm, to those of the previously reported nanocomposites. [20] The differences in the lower wavelength part may be related to the coexistence of different species, namely ZnO, PVP and soda lime glass. These results suggest that an improvement of the QE performance of CMIF is possible via dispersion into a matrix.
Comparison of emission properties of colloidal solutions and thin films
From these studies, we can assume that the luminescence of the ZnO+CMIF system in PVP is strongly dependent on the ratios between ZnO and CMIF amounts, the excitation wavelength and the nature of the system, namely solution or films. Indeed, as a function of these parameters, some luminescence centers are more excited compared to others. Thus, the green emission of ZnO nanocrystals is the dominant emission for colloidal solutions excited at 325 nm, while it is the red emission of CMIF which is dominant for films excited at 325 nm. Similarly, the emission of CMIF in solutions is not observed under excitation at 325 nm, but under excitation at 420 nm. These results suggest that some energy transfers between the different materials and/or reabsorption of the emitted light from PVP or ZnO by CMIF occur, in parallel with of ZnO nanocrystals surface defects by the polymer or the chemical solutions. It may be supposed that a surface treatment of ZnO nanocrystals could prevent such effect. When CMIF is incorporated, the IQE increases. Interestingly, two regimes depending on the excitation wavelength are observed for all the samples containing both ZnO and CMIF: from 300 to 350 nm, the IQE is stable, around 7, 10 and 12% for 200/100, 200/200 and 200/400, respectively. For higher wavelength, the IQE increases to reach ~ 20% for all the samples. For the CMIF-only film (0/400), the IQE increases from 14% at 300 nm to 22% at 340 nm, and then is stable until 450 nm. For comparison, the IQE of CMIF powders measured in the same experimental conditions ( Figure  S2b in Supplementary Information) is ~ 19% from 300 to 400 nm and then decreases to 16% at 450 nm. Such IQE values for both powders and films are comparable occupy different locations in the system, such as being adsorbed on the ZnO surface, which may affect the distance between ZnO and CMIF, and consequently the interactions between them. Further experiments are in progress to explain this point.
Conclusions
Colloids of ZnO nanocrystals and Cs 2 Mo 6 I 8 (OOC 2 F 5 ) 6 (CMIF) cluster compound were prepared by very simple and low-cost solution chemistry and then dispersed into PVP. The resulting solutions have been used to fabricate highly transparent and luminescent films by dip coating free of heavy metals or rare earth elements. The luminescence of this system is strongly dependent on the ratios between ZnO and CMIF amounts, the excitation wavelength and the nature of the system. Thus, a large variety of emission colors from blue to red, and white, is achieved. In addition, differences in the luminescence properties have been observed between colloidal solutions and thin films as well as changes of CMIF emission band maximum position. This may suggest some possible interactions between the different luminophores, such as energy transfer or ligands exchange on the Mo 6 clusters.
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quenching by O 2 dissolved in solution. In addition, the CMIF emission seems to be the most influenced by the ratios of the two phosphors. While for the emissions from PVP or ZnO, only the luminescence intensity is influenced by varying the amount of ZnO and CMIF, for the CMIF red emission, both intensities and peak positions are changed. Moreover, the peak shift is larger for the solutions (720 to 650 nm) than for the films (670 to 650 nm). This may be due to a partial replacement of the metal cluster pentafluoropropionate apical ligands by interactions with solvent or PVP. In addition, it may be possible that, depending on the amount of CMIF being incorporated, CMIF may 
